
PHYSICAL DAMAGE
Marked on a scale of 1 (slight) to 4 (heavy)

PRINT CONDITION REPORT

Collection/Title:

Length:

Black & White

Silent

Gauge:

Material:

Generation:

Language/Head Titles/Intertitles/Subtitles:

Number of Splices:

Vinegar Syndrome (Acetate Decomposition Level)*
*Marked on a scale of 0 (no deterioration) to 3 (critical)

Notes: Edge code reads "square plus," which correlates to 1952. Approximately one dozen
pulled sprocket / torn perforations throughout print. 2 areas which have chunks missing
from edge, and will likely tear open upon handling. At 407 feet to tail of print, mold has
begun to eat away portions of the image in cycles of 1 foot—approximately three or 
four frames every foot. The emulsion damage ranges from minimal to 75% loss of image
(per four frames). It progresses nearer to the tail. Original can is rusty, and needs to 
be replaced. Early form of desiccant in can contains high amount of mold, and should be 
discarded. Reel is rusty, and should be replaced or film should be put on core. Mold was
wiped from edges of film using 50% Perchloroethylene and 50% Simplex projector oil.

Projector Oil & Dirt
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Color Fading
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Perforation Damage

Edge/Perforation Repair

Color
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